CMA Testing
and Certification

Laboratories
EETREFO
TEST REPORT
Repart No : ALODE945.001 Date : 2009-03-19
Application No ¢ LL206808
Applicant S.E.B Group Co,, L1d
Room 801, No, 316 Jinying Building, Huanshi Middle Road,
CGuangzhoeu, China.
Sample Description One (1) submirtted sample model stated to be :
[tem Name  :  Stainless steel sports bottle
Country of Origin : China
No. of sample submitted : (3) pcs***
Detail of Sample Received ¢ The metal bottle
Labeled Age Grading All ages
Age Group Applied in Testing :  All ages
Dare Received 2009-03-12
Test Period 2009-03-12 - 2009-03-18
Test Requested This is not a toy, a5 client's insist request to do the test,
Test in accordance with
K EN7I : Part | : 2005+A6:2008 (E) - Physical and Mechanical Propertses;
Il ENT1 : Pan 2 : 2006+A1:2007 (E) - Flammability test;
[,  ENT7I:Part3: 1994 with amendment Al : 2000 and AC : 2002
- Migration of certain elements.
Test Method As stated in above specifications. Heavy metal analysis was determined by Inductively
Coupled Plasma Spectrometry (ICP-AES),
Test Result Refer to the results on page 2-3.
Conclusion Test liem Result
I ENT1 : Part | : 20035 +A6:2008 (E) Passed
(Except 7.1 Wamings and instructions for use- General requirement)
1. ENTI: Part2: 2006 +A1:2007 (E) Passed

L. ENT71: Parc 3 : 1994 with amendment A l; 2000 and AC ; 2002 Passed
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Test Result
1 ENTI: Part | : 2005 +A6:2008 (E)

Clawse Title/Descriptian Result*
Kl General requirements
4.1 Material C
4.7 Edges C
4.8 Points and metallic wires C
5 Toys intended for children under 36 months
5.1 General Requirements C
S.1a  Small part requirement on toys & removable C
Compotents (Test method 8.2) C
3.1b  Torque test (Test methed 8.3) C
Tension test (Test method §.4) t
Drop test {Test method 8.5) C
Impact test (Test method 8.7) C
Sharp odge (Test methed 8.11) C
Sharp point {Test method 8.12) C
5.1 Splinters C
58 Shape and Size of certain Toys C
7 Wamings and instructions for use
7.1 General See Remark

Remark: It is drawn to your attention that the name and sddress of importer
in EEC country and the advice statement for keeping relevant information
together with CE-marking should appear a5 specified in ¢lause 7.1 of this
standard.

1L ENT7I;Pant2: 2006 +A1:2007 (E)

4.1 General C

Note :  No cellulose nitrate and material with same behaviour
in fire was detected

* Abbreviation: € = Complied
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